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Sodium Hypochlorite 16%, Technical specifications,  

Specification Test Method/Standard Test Results 

Active Chloride ISIRI 8394 159.75 gr/lit 

Sodium Chlorate ISIRI 8394 0.02 wt% 

Hg ISIRI 8394 0 

Density ISIRI 8394 1.214 gr/cm3 

fe ISIRI 8394 0.31 wt% 

Na2Co3 ISIRI 8394 0.32 wt% 

Ni ISIRI 8394 Less than standard limit 

cu ISIRI 8394 Less than standard limit 

co ISIRI 8394 Less than standard limit 
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